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TEST REPORT
|
189074 / 1 CHIOCCARELLO S.R.L.
VIALE DELL'INDUSTRIA, 4
'Date recsived: 12/0115 3"603l6 TORREBELVICINO (Vi)
Date of test: 20/01/15 ALIA
Date of issue: 20/01/15

‘Sample name: Upholstered furniture covered with art. LUCKY

The test has been carried out in accordance with the EN 1021-2:2014 "Ignition source: Match flame equivalent”
standard.

Description of tested materials as declared by the client
Cover

Fabric "LUCKY" produced by CHIOCCARELLO S.r.l. Company, composition 100 % FR polyester, mass per
unit area 400 g/m2

| The exposed surface of the cover was tested, the cover has not been treated with a fire-retardant chemical.

Filling material (supplied by Laboratory as requested by the client)
Flame Retardant polyurethane foam (Crib 5), density 25 kg/m2.

Pre-treatment and conditioning
The cover has not been subjected to the water soaking and drying procedure (Annex D) prior to being conditioned
at least 24 hours at 23 = 2 °C temperature and 50 + 5 % relative humidity.
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The sample name and, when relevant, its description, are given by the orderer, and CATAS does not assume responsibliity on atter, This test
report relates to the saniple submitted for the test and no others. Additions, delstions or alterations are not permitted. This test rt must aiways be
reproduced in its entirety. Unless otherwise stated, sampling has besn carried out by the orderer. page 1 of 2
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